
ProLumina      
Step Diagram

*Note: Approximate thickness- variable with application method & substrate conditions. 
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ProPoxy S, F or MB Primer- Tinted Black, White, or with Light-Reactive Pigment - (8-16 mils)

ProPoxy S or MB Base Coat- Tinted with Light-Reactive Pigment(s) - (30 mils)

ProThane S, F or HH Clear Finish Coat - (3-5 mils)

Concrete Substrate
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